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DEVELOPMENT OF NANOFIBROUS SILICA BLANKETS FOR FILTERING 
NANOMETRIC PARTICLES 

 

 

 

 

ABSTRACT 

Advances in the development of nanomaterials for removing contaminants from the 
air have been made in order to respond to the recent increase in demand for 
technologies for treating, purifying and filtering air. Therefore, nanofibrous silica 
membranes (SiO2) are being studied for potential applications in air purification and 
filtration, through the removal of pollutants, aerosols and microorganisms due to their 
high adsorption capacity. Thus, this research aims to develop nanofibrous silica 
blankets for filtering nanometric particles. The SiO2 nanofibrous blankets were 
produced through the technique of spinning by blowing in solution (SBS), using as 
precursors tetraethyl orthosilicate (TEOS), polyvinylpyrolidone (PVP), ethyl alcohol 
and hydrochloric acid (HCl). The hybrid mats (PVP/SiO2) were stabilized in an oven 
at 60ºC for 72 hours and the pure SiO2 mats were calcined at temperatures of 500ºC 
and 600ºC. The blankets were characterized by X-ray diffraction (XRD), 
thermogravimetry (TG) and subjected to particle filtration tests. The SBS technique 
proved to be efficient for obtaining hybrid nanofibers and silica ceramics. The SiO2 
fibers produced maintained their structural integrity after calcination and the 
temperatures used promoted the formation of a disorganized structure characteristic 
of amorphous silica. The fibrous membranes produced by SBS did not show 
efficiency in filtering nanometric particles, retaining only part of the particulate 
material. However, they showed potential for improvement in future works in order to 
obtain blankets efficiently in the purification and filtration of nanometric particles from 
the air. 
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